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City of Detroit Public Works 
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*All results noted in this report relate only to items inspected or tested by Somat Engineering, Inc. and/or Somat Engineering of Ohio, Inc. (Somat). This report shall not be reproduced, except in full, without the prior written approval of Somat.
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WEATHER:

CONTRACTOR:
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TEST PERFORMED ON: BACKFILLSUBGRADE XSUBBASE

9/7/2019

2019057C (PW‐7007) 

Bagley Streetscape

Detroit, MI

23944
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Infrastructure Engineering Solutions

26445 Northline Rd, Taylor, MI 48180

Tel: 734‐946‐4966 Fax: 734‐946‐1147

DC

DRY 

DENSITY

WET 

DENSITY

18263 6.6

Steve Drummond 

DENSITY 

COUNTS

124.4 128.7

MOIST. 

COUNTS

MC

128.7

PCF % PCF

127.8

201 (06/19) v2

DENSITY

1831

MOISTURE

626

OTHER

4.7

132.6 101

78 6.0133.8

MOIST.
MAX 

DENSITY 

jqualey
Density QA


