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Infrastructure Engineering Solutions

26445 Northline Rd, Taylor, MI 48180
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AGGREGATE BASE

 Somat Engineering, Inc.

DATE:

JOB NUMBER:

PROJECT ENGINEER:

WEATHER:

CONTRACTOR:

OWNER:

CLIENT:

TEST PERFORMED ON: BACKFILLSUBGRADE XSUBBASE

9/18/2019

2019057C (PW-7007) 

Bagley Streetscape

Detroit, MI

25423

PROJECT NAME:

LOCATION:

GAUGE NUMBER:

WET DENSITY MOISTURE

ORIG. MOIST.RETEST DEPTH

STRUCTURE:

TEST

127.45.3 130.0

2610

OFFSET OF 

CL (FT)

21.0 0

LEFT RIGHT

19.0

DBG 

(FT)

14+20

12+25

13+70

ASTM D6938

REPORT NUMBER:

95.3

98.0

0

18.0 0

COMPACT.

%

86.3

Major Cement 

Alan Ostrowski (AECOM) 

Sunny

DRY DENSITY

201 OF 1

Sidewalk On Bagley Street

SHEET:

DENSITY & MOISTURE 

DETERMINATION REPORT
AECOM

City of Detroit (CED) 

1

*All results noted in this report relate only to items inspected or tested by Somat Engineering, Inc. and/or Somat Engineering of Ohio, Inc. (Somat). This report shall not be reproduced, except in full, without the prior written approval of Somat.

SOMAT FIELD REPRESENTATIVE:

SOMAT PROJECT MANAGER(s):

9/18/2019

9/19/2019

Placed in a 4in Lift.                                                                                                                                                                                                                                                                                                   

Inspector was made aware of failing tested and informed that a retest would be needed to preformed.                                                                                                                                                                                                                                                                                           

Michigan Cone Weights 1st-4626 2nd-4634                                                                                                                                                                                                                                                                 

REMARKS:

MIN. COMPACTION REQUIRED:

MAXIMUM DRY DENSITY BY:

100.0% 98.0% X 95.0% 90.0% OTHER

T-180

MAX 

DENSITY

COMPACTED 

WET SOIL 

PCF

WET SOIL 

(lbs)

WET 

SOIL (g)
MOLD (g)

WET SOIL 

+ MOLD 

(g)

1984 2650 5.84

MOLD VOL. 

(CFT)

MOISTUREDENSITY

READING 1 1800 628
TEST # MOIST. %

1 5.3 0.0434 4634 134.6

 

 

 

 

130.0

STATIONING/LOCATION

TEST LOCATION

9.2 Stone

MATERIAL
OPTIMUM 

MOIST. %

READING 2

READING 3

READING 4

OPERATING STANDARD (READING 5)

1815

1784

1818

627

633

629

STANDARDIZATIONMAXIMUM DETERMINATION (FIELD) NOTE: To convert (g) to (lbs): Wt (g) / 453.59 = Wt. (lbs)


