
STANDARDIZATIONMAXIMUM DETERMINATION (FIELD) NOTE: To convert (g) to (lbs): Wt (g) / 453.59 = Wt. (lbs)

STATIONING/LOCATION

TEST LOCATION

9.6 4G Stone 

MATERIAL
OPTIMUM 

MOIST. %

READING 2

READING 3

READING 4

OPERATING STANDARD (READING 5)

1784

1818

1806

633

629

628

133.0

 

 

 

 

128.30.0434 46031 5.1

MOLD VOL. 

(CFT)

MOISTUREDENSITY

READING 1 1815 627
TEST # MOIST. %

T-180

MAX 

DENSITY

COMPACTED 

WET SOIL 

PCF

WET SOIL 

(lbs)

WET 

SOIL (g)
MOLD (g)

WET SOIL 

+ MOLD 

(g)

1984 2619 5.77

SHEET:

DENSITY & MOISTURE 

DETERMINATION REPORT
AECOM

City of Detroit (CED) 
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*All results noted in this report relate only to items inspected or tested by Somat Engineering, Inc. and/or Somat Engineering of Ohio, Inc. (Somat). This report shall not be reproduced, except in full, without the prior written approval of Somat.

SOMAT FIELD REPRESENTATIVE:

SOMAT PROJECT MANAGER(s):

9/19/2019

9/20/2019

A Michigan Cone was preformed in the field on 4G stone that was placed in a 6in lift and tested at 4in for mainline on Bagley Street.                                                                                                                                                                                            

Mainline was not completely placed, test only account for 12+85 to 14+35.                                                                                                                                         

Michigan Cone Weights                                                                                                                                                                                                                                         

1st-4587 2nd-4599 3rd-4603                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                          
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Infrastructure Engineering Solutions

26445 Northline Rd, Taylor, MI 48180

Tel: 734-946-4966 Fax: 734-946-1147
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