
STANDARDIZATIONMAXIMUM DETERMINATION (FIELD) NOTE: To convert (g) to (lbs): Wt (g) / 453.59 = Wt. (lbs)

58+00

STATIONING/LOCATION

TEST LOCATION

11.3-14.3
Recycled 

Stone

MATERIAL
OPTIMUM 

MOIST. %

READING 2

READING 3

READING 4

OPERATING STANDARD (READING 5)

2728

2736

2731

385

386

386

135.3

 

 

 

 

135.30.0333 42151 12.8

MOLD VOL. 

(CFT)

MOISTUREDENSITY

READING 1 2744 384
TEST # MOIST. %

T-180

MAX 

DENSITY

COMPACTED 

WET SOIL 

PCF

WET SOIL 

(lbs)

WET 

SOIL (g)
MOLD (g)

WET SOIL 

+ MOLD 

(g)

2172 2043 4.50

SHEET:

DENSITY & MOISTURE 

DETERMINATION REPORT
AECOM & City of Detroit

City of Detroit (Public Works) 

1

*All results noted in this report relate only to items inspected or tested by Somat Engineering, Inc. and/or Somat Engineering of Ohio, Inc. (Somat). This report shall not be reproduced, except in full, without the prior written approval of Somat.

SOMAT FIELD REPRESENTATIVE:

SOMAT PROJECT MANAGER(s):

12/3/2020

12/4/2020

REMARKS:

MIN. COMPACTION REQUIRED:

MAXIMUM DRY DENSITY BY:

100.0% 98.0% X 95.0% 90.0% OTHER

43+90

43+05

44+45

ASTM D6938

REPORT NUMBER:

97.0

97.2

0.5

55.0 0.5

COMPACT.

%

96.5

Major Cement

Allen Ostrowski (AECOM)

Clear

DRY DENSITY

201 OF 1
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Infrastructure Engineering Solutions 201 (04/19)
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26445 Northline Rd, Taylor, MI 48180

Tel: 734-946-4966 Fax: 734-946-1147
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