
CITY OF DETROIT

SPECIFICATION
FOR

CONDITIONING EXISTING PAVEMENT
DET: GJM                                                                                                             11-30-15

Description.  This work shall be in accordance with Subsection 501.03.C of the 2012 Michigan Department of Transportation Standard Specifications for Construction including Removing HMA Patches, Joint and Crack Clean Out, Hand Patching, and Repairing Pavement Joints and Cracks, Detail 7, and, shall include the application of bond coat as required.

Measurement and Payment.  "Conditioning Existing Pavement, Modified" will be measured and paid for by the ton of HMA material placed.  The contract price per ton will be payment in full for furnishing all labor, material and equipment required to remove deteriorated or unstable HMA material, to clean the pavement surface and apply any bonding material needed, to clean and prep joints and cracks, and to furnish, place and compact the HMA Mixture 4E3 to prepare the existing pavement for the HMA leveling surface. 
HMA Patch, Remove; Joint and Crack, Cleanout, Hand Patching, and Pavement Joint and Crack, Repr, Det 7 will not be paid for separately but are included in this item of work.

Full depth Pavement Joint and Crack Repair, Detail 8 is not included in the item of work. 
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